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INSPECTION & TEST REPORT

No.:0620250300024E
Report Date:2025/03/25

Testing Category: Entrusted test Page:1/3

Customer:AirQuality Technology(Shanghai) Co.,Ltd

Address:No.189 Fulian Second Road, Baoshan District, Shanghai, China.

Sample Description:See sample information sheet

Sample Quantity:2

Sample Status:See sample information sheet

Specifications and models:See sample information sheet

Brand：See sample information sheet

Other Information:  See sample information 
sheet

The above information is provided by the customer. The company is not responsible for 
verifying its authenticity, accuracy and completeness.

Sample receiving Date:2025/03/03

Testing Period:2025/03/03-2025/03/25

Testing Results: Please refer to next pages. 

Approved by:
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金相领域批准人 朱冬霞



Reference standard for corrosion grade evaluation: GB/T 6461-2002Note
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Test Method:GB/T 10125-2021
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0620250300024001Before the test                     0620250300024002Before the test 

 
0620250300024001During the test                 0620250300024002During the test 

 
   0620250300024001After 500 hours of testing    0620250300024002After 500 hours of testing
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